
 APA MATERIAL SUBMITTAL INFORMATION FORM 
(Submit One Copy for Each Blend or Test Set) 

 
Company Name: _______________________________________________________________ 
 
Project Name:  _________________________________________________________________ 
 
ODOT Contract No: ________________ JMF ID No:  _______________________________ 
 

MATERIALSUBMITTALINFO04.doc   Revised 3/11/2009 

 
 
 

Quantity 
 

Item Description 
 

Mass 
 

Remarks 
Date 
Rcvd 

 
 

Batched Aggregate Samples for 
Gyratory Specimens 

   

 
 

Batched Aggregate Samples for 
Rice Specific Gravity Specimen 

   

 
 

RAP Sample (if used)    

 
 

Lime Sample (if required)    

 
 

Liquid Asphalt Samples    

 
 

Asphalt Cement Supplier:   Grade: 
 
____________________      _____ 

   

 
 

Temp / Viscosity Curve    

 
 

 Complete JMF (Stage I & II)    

 
 

Other: (Describe)    

 
 

    

APAO 
Use Only

 
 

Shipping Instructions:   
 

• If multiple blends are to be tested, package and label each blend separately.  (e.g. Coarse 
Blend, Fine Blend or Blend 1, Blend 2 etc.) 

• Provide a copy of the complete JMF (Stage I & II) for each blend being tested.   
• Do not batch RAP with virgin aggregates, these materials are not blended until after they 

are heated for mixing. 
• Include mixing instructions for specialty items such as polymer treatments, mineral 

fibers, etc. 
 
Kevin Berklund, Lab Manager  5240 Gaffin Road SE Salem 97317             Ph: 503-363-3858  Fx: 503-363-5571 
kberklund@apao.org 
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